
Mg 99,9% AZ63HP AZ91D

SPECIFICATION   

Mg Remainder Remainder Remainder

Al 0.2 5.5-6.7 8.5-9.5

Zn 0.03 2.5-3.5 0.45-0.90

Mn 0.03 0.25 0.17-0.40

Si≤ 0.03 0.10 0.05

Fe≤ 0.01 0.004 0.004

Cu≤ 0.03 0.01 0.025

Ni≤ 0.002 0.001 0.001

Impurity 0.01 0.01 0.01

Magnesium Alloys Ingots 7,5 Kg
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